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Products1 Minimum mean 
density 2  

(in kg/m3) 

Minimum 
overall thickness 

(in mm) 

Class 3 

 

Glued laminated timber products 
covered by the harmonised 

standard EN 14080 and structural 
finger jointed solid timber products 

covered by the harmonised 
standard EN 15497  

380 22 D-s2, d0 

 

                                                 
1 Applies to all species and glues covered by the product standards. 
2 Conditioned in accordance with standard EN 13238. 
3 Class as set out in Table 1 of the Annex to Delegated Regulation (EU) 2016/364. 
 


